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www.krono-original.com

classic AC4, Class 32, 8 mm V4

A stunning new achievement in realism. 

Moisture protection

For domestic use with heavy utilisation

For commercial use with general utilisation

Extensive range of accessories available

Four sided V-groove

Matt surface with Authentic Embossed glossy pore
gives your floor a natural look and feel

Quick. Easy. Secure.
Audible "click" when the
end section connects

Please ensure you read
full instructions overleaf! 

Kronospan Ltd.
04

DoP: KC/QUAL/DOC/0020
http://www.kronospan.co.uk/downloads/technical/CPR

EN 14041
Laminate Flooring 

Internal non structural flooring in dry conditions
Formaldehyde: E1
Slipperiness : NPD 

everyone‘s  favourite  flooring
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www.krono-original.com

classic AC4, Class 32, 8 mm V4

A stunning new achievement in realism. 

Moisture protection

For domestic use with heavy utilisation

For commercial use with general utilisation

Extensive range of accessories available

Four sided V-groove

Matt surface with Authentic Embossed glossy pore
gives your floor a natural look and feel

Quick. Easy. Secure.
Audible "click" when the
end section connects

Please ensure you read
full instructions overleaf! 
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http://www.kronospan.co.uk/downloads/technical/CPR

EN 14041
Laminate Flooring 

Internal non structural flooring in dry conditions
Formaldehyde: E1
Slipperiness : NPD 

everyone‘s  favourite  flooring

Thickness  8mm 
Size  1288 x 195mm 
Panels  9 per pack 
Coverage  2.26m2

super natural

everyone‘s  favourite  flooring

Guarantee

20
Years 
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www.krono-original.com

classic AC4, Class 32, 8 mm V4

A stunning new achievement in realism. 

Moisture protection

For domestic use with heavy utilisation

For commercial use with general utilisation

Extensive range of accessories available

Four sided V-groove

Matt surface with Authentic Embossed glossy pore
gives your floor a natural look and feel

Quick. Easy. Secure.
Audible "click" when the
end section connects

Please ensure you read
full instructions overleaf! 

Kronospan Ltd.
04

DoP: KC/QUAL/DOC/0020
http://www.uk.kronospan-express.com/en/express-services/downloads

 EN 14041
Laminate Flooring 

Internal non structural flooring in dry conditions
Formaldehyde: E1
Slipperiness : NPD 

Clickable short 
and long edges

Please ensure you read full instructions overleaf!

Kronospan Limited 
Holyhead Road 

Chirk 
Wrexham 
LL14 5NT 

21 

DoP : KC/QUAL/DOC/0084 

https://uk.kronospan-express.com/en/express-
services/downloads 

EN 14041:2004 

Laminate floor coverings manufactured in accordance 
with EN 13329:2016 

Formaldehyde: E1 

Kronospan Limited 
Holyhead Road 

Chirk 
Wrexham 
LL14 5NT 

16 

DoP : KC/QUAL/DOC/0020 

https://uk.kronospan-express.com/en/express-
services/downloads 

EN 14041:2004 

Laminate floor coverings manufactured in accordance 
with EN 13329:2016 

Formaldehyde: E1 

* Statement on level of emission of volatile substances in indoor air posing a toxic 
threat during inhaling –  on a  scale from A+ (very low emission) to C (high emission).
For further information: www.eco-institut.de/e/portfolio/emissions-dans-lair-interieur

      

Производитель: ООО Кронофлоринг, Германия, Вносител: Кроношпан България ЕООД, с. Равно Поле, Индустриална зона Верила, Тел. 02/4001783 · Importer na Polskę: Kronospan KO Sp. z o.o. ul. 1 Maja 52, 47-100 Strzelce Opolskie, Polska · 
Magyar importőr: Falco Zrt, H-9700 Szombathely, Zanati út 26 · Importator pentru România: Kronospan Trading SRL, Sebes, Str. Mihail Kogalniceanu, nr. 59, et.1, cam. 1/12 Tel: 0040 258 801 190, Fax: 0040 258 801 199 · 
Manufacturer: Kronoflooring GmbH, Germany, Importer: Kronospan Ltd., Holyhead Road, Chirk, Wrexham LL14 5NT, United Kingdom, tel.: +44 1691 77 33 61, fax: +44 1691 77 32 92, info@kronospan.co.uk

CARTON
     NOTICE
     FILM

FR

 WARNING: Drilling, sawing, sanding or machining wood products can expose you to wood dust, a substance 
known to the State of California to cause cancer. Avoid inhaling wood dust or use a dust mask or other safe guards 
for personal protection. For more information go to   www.P65Warnings.ca.gov/wood. ATTENTION : Percer, scier, 
poncer ou usiner des produits en bois peuvent vous exposer à la poussière de bois, une substance connue dans 
l‘État de Californie pour causer le cancer. Évitez d‘inhaler la poussière de bois ou utilisez un masque à poussière ou 
d‘autres moyens de protection. Pour plus d‘informations, consultez le site : www.P65Warnings.ca.gov/wood

* Information sur le niveau d’émission de substances volatiles  
 dans l’air intérieur, présentant un risque de toxicité par inhalation,  
 sur une échelle de classe allant de A+ (très faibles émissions)  
 à C (fortes émissions). Statement on level of emission of volatile  
 substances in indoor air posing a toxic threat during inhaling –  
 on a scale from A+ (very low-emission) to C (high-emission). 

 www.eco-institut.de/e/portfolio/emissions-dans-lair-interieur

Storage · Lagerung · Entreposage 
Almacenamiento · Depozitarea

ATLANTIC 10

The laminate floor 
that can simply do more
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1288 x 195 x 10 mm | 50.71" x 7.68"

*1

Eigenschaft / Property/ 
Caractéristique

Ergebnis/ 
Result/ 
Résultat

Brandverhalten / Reaction to 
fire/Réaction au feu Cfl-s1

Gehalt an PCP / Content of PCP/  
Teneur en pentachlorphénol < 5 ppm

Formaldehyd / Formaldehyde/ 
Émission de formaldéhyde E1

Gleitverhalten / Sliding 
behavior / Glissement DS

Wärmeleitfähigkeit / Thermal 
conductivity / Conductivité 
thermique

0,08 W/
(m·K)

Leistungserklärung / Declaration of perfor-
mance / Déclaration de performance: 
www.floor-installation.com

17 22
EN 14041:2004/AC:2006

DoP: LW0012017 DoC: LWUK012022
NB 0766; NB 0767 UK AB 0321
Kronoflooring GmbH, Mühlbacher Straße 1
01561 Lampertswalde, GERMANY
Bodenbeläge für die Verwendung in 
Gebäuden/Floor covering for use in 
buildings /Revêtement de sol pour une 
utilisation dans les bâtiments

*3

30 year residential warranty*1 · Four sided V-groove · A.B.C. 
Antibacterial surface*2 · Microscratch resistant · Light-resistant and 
colorfast*3 · Authentic embossed structure gives a natural look and 
feel · Pet proof · 1clic 2go pure+: Clickable short and long edges · 
For domestic use with heavy utilisation · For commercial use with 
heavy utilisation

30 ans de garantie pour usage domestique*1 · Chanfrein en V sur 
les 4 côtés · A.B.C. Surface anti-bactérienne*2 · Résistant aux 
micro-rayures · Résistant à la lumière et grand teint*3 · La structure 
gaufrée authentique confère un aspect et un toucher naturels · 
Convient pour les animaux domestiques · 1clic 2go pure+ : 
Longueur et largeur à clipser · Usage domestique soutenu · Usage 
commercial intensive

Garanție 30 de ani pentru uz rezidential*1 · Rost în V pe toate laturile · 
A.B.C. Suprafață antibacteriană*2 · Suprafață Microscratch Protect · 
Rezistență ridicată la lumină și la decolorare*3 · Suprafață mată, cu 
por lucios, sincronizat, pentru aspect și tactilitate naturală · Potrivit 
pentru animale de companie · 1clic 2go pure+: laturile transversale 
și longitudinale se îmbină cu clic · Pentru spații rezidențiale cu trafic 
intens · Pentru uz comercial cu utilizare intensa

30 Jahre Garantie im Wohnbereich*1 · Umlaufende V-Fuge · 
A.B.C. Antibakterielle Oberfläche*2 · Mikrokratzfest · Lichtbeständig 
und farbecht*3· Authentic Embossed Struktur verleiht natürliche 
Optik und Haptik · Gut geeignet für Haustiere · 1clic 2go pure+: 
Stirn- und Längsseiten zu klicken · Für Wohnbereiche mit intensiver 
Nutzung · Für gewerbliche Bereiche mit intensiver Nutzung

garantía residencial de 30 años*1 · bisel en V en cuatro lados · 
A.B.C. superficie antibacteriana*2 · resistente a micro-arañazos · 
resistente a la luz y sin cambios de color*3 · la estructura sincronizada 
aporta un aspecto y tacto natural · muy adecuado para mascotas · 
1clic 2go pure+: sistema de clic en los lados cor tos y largos · 
uso doméstico intensivo · para zonas comerciales de uso intensivo

*1 The guarantee is valid for domestic use according to the conditions of guarantee. ∙ Die Garantie gilt für den Wohnbereich gemäß Garantiebestimmungen. ∙ La garantie est valable pour l‘habitation 
conformément aux conditions de garantie. ∙ La garantía es válida para uso doméstico de acuerdo a las condiciones de la garantía. Garanția este valabilă pentru spații rezidențiale conform condițiilor 
de garanție. Detailed terms of guarantee ∙ Ausführliche Garantiebedingungen ∙ Conditions de garantie détaillées ∙ Condiciones de garantía detalladas ∙ Condiții detaliate de garanție: www.krono-ori-
ginal.com  *2 Tested germs ∙ Getestete Bakterien ∙ Germes testés ∙ Bacterias analizadas ∙ Bacterii testate: Staphylococcus aureus *3 According to Level 6 of the Blue Wool Scale ∙ Gemäß Stufe 6 
der Blauwollskala ∙ Conformément au niveau 6 sur l‘échelle des bleus  ∙ Conforme al nivel 6 de la escala de azules ∙ Conform nivelului 6 al scalei lânii albastre

Производитель: ООО Кронофлоринг, Германия, Вносител: Кроношпан България ЕООД, с. Равно Поле, Индустриална зона Верила, Тел. 02/4001783 · Importer na Polskę: Kronospan KO Sp. z o.o. ul. 1 Maja 52, 47-100 Strzelce Opolskie, Polska · 
Magyar importőr: Falco Zrt, H-9700 Szombathely, Zanati út 26 · Importator pentru România: Kronospan Trading SRL, Sebes, Str. Mihail Kogalniceanu, nr. 59, et.1, cam. 1/12 Tel: 0040 258 801 190, Fax: 0040 258 801 199 · 
Manufacturer: Kronoflooring GmbH, Germany, Importer: Kronospan Ltd., Holyhead Road, Chirk, Wrexham LL14 5NT, United Kingdom, tel.: +44 1691 77 33 61, fax: +44 1691 77 32 92, info@kronospan.co.uk

CARTON
     NOTICE
     FILM

FR

 WARNING: Drilling, sawing, sanding or machining wood products can expose you to wood dust, a substance 
known to the State of California to cause cancer. Avoid inhaling wood dust or use a dust mask or other safe guards 
for personal protection. For more information go to   www.P65Warnings.ca.gov/wood. ATTENTION : Percer, scier, 
poncer ou usiner des produits en bois peuvent vous exposer à la poussière de bois, une substance connue dans 
l‘État de Californie pour causer le cancer. Évitez d‘inhaler la poussière de bois ou utilisez un masque à poussière ou 
d‘autres moyens de protection. Pour plus d‘informations, consultez le site : www.P65Warnings.ca.gov/wood

* Information sur le niveau d’émission de substances volatiles  
 dans l’air intérieur, présentant un risque de toxicité par inhalation,  
 sur une échelle de classe allant de A+ (très faibles émissions)  
 à C (fortes émissions). Statement on level of emission of volatile  
 substances in indoor air posing a toxic threat during inhaling –  
 on a scale from A+ (very low-emission) to C (high-emission). 

 www.eco-institut.de/e/portfolio/emissions-dans-lair-interieur

Storage · Lagerung · Entreposage 
Almacenamiento · Depozitarea
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utilisation dans les bâtiments
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Authorised Representative: Kronospan 
Luxembourg S.A.Z.I. Gadderscheier, 4902 
Sanem, Luxembourg  e-mail: ar@kronospan.lu

Xca

NEW!
INSTALLATION  
SYSTEM

1clic 2go
pure+



Super Natural

By us, the manufacturer and any person to whom its rights and/or duties under this guarantee 
are transferred and any successor to its business. To you, the original purchaser and any person 
to whom the original purchaser’s rights under this Guarantee are transferred; For the product 
SUPER NATURAL.

Guarantee

1.  We guarantee that the top surface of SUPER 
NATURAL will not wear through, or stain for a 
period of 20 (twenty) years beginning with the date 
of purchase by the original purchaser, subject to the 
terms of this Guarantee.
2. This Guarantee does not apply where:
a) the product is supplied to the original purchaser 
other than in its original packaging;
b) the product is altered or modified other than in 
accordance with reasonable instructions supplied with 
the product; for example, as to cutting and gluing;
c) the damage results from any installation, use, 
cleaning, maintaining or repairing of the product 
other than in accordance with:
i) specifications supplied in sales literature for the 
product; or
ii) reasonable instructions supplied with the product;
d) the damage results from any intentional, reckless 
or negligent act or omission of any person other than 
ourselves or our employees or our agents, or from any 
act of God, or from any act of any animal;
e) the damage area is the edge of any panel of the 
product;
f) the damaged area measures less than one square 
centimetre; or
g) the product is supplied or installed outside the 
United Kingdom

How to claim under this Guarantee
3.  You must make any claim under this Guarantee as 
soon as possible after you notice the damage. This is 
because delay may make your claim harder to prove. 
Your claim must be received within 20 (twenty) years 
beginning with the date of purchase by the original 
purchaser.
4.  You must make the claim:
by contacting the outlet you purchased from.
5. You must provide reasonable evidence of: the date of 
purchase by the original purchaser; for example, a copy 
of the invoice.
6.  If we ask, you must provide reasonable access and 

facilities at the property to ourselves, our employees 
and our agents for the purposes of assessing the claim 
and carrying out any work under term 8 below, unless 
you have reasonable justification to refuse this.

Our liability under this Guarantee
7.  To the extent that your claim is valid, we will at 
your option:
a) repair the damaged panels;
b) replace the damaged panels;
c) refund the original purchase price of the damaged 
panels;
or if the product is not in our current standard range:
d) replace all panels of the product installed or to be 
installed in the same room as the damaged panels with 
panels of an equivalent product in our current range; or
e) refund the original purchase price of all panels of 
the product installed or to be installed in the same 
room as the damaged panels.
8.  To the extent that your claim is valid:
a) we will reimburse your reasonable expenses 
of returning damaged panels, and will deliver 
replacement panels; and
b) we will de-install panels and install replacement 
panels at our expense, except to the extent that 
the damaged area was reasonably visible before it 
was installed.
9.  We will not be liable under this Guarantee for 
business loss; for example, loss of contracts, loss of 
profits, loss of revenue or loss of anticipated savings 
in expenditure.

Law
10.  This guarantee is in addition to your statutory 
rights against any person or relating to any matter; 
for example, your statutory rights relating to the 
description, quantity, quality or fitness of the product.
11.  The law of the relevant part of the United 
Kingdom applies to this Guarantee. Any court 
proceedings in connection with this Guarantee must 
be taken in the United Kingdom.

What this Guarantee covers

Installation Instructions

IMPORTANT INFORMATION
It is imperative that the fitting instructions are carefully read before 
commencing installation.  Check each and every panel for obvious defects 
prior to installation!  Claims cannot be accepted for obvious panel defects 
which are easily noticeable before fitting.

ANY SINGLE UNIT OF FURNITURE PLACED ON A FITTED LAMINATE 
FLOOR SHOULD NOT EXCEED 115kg IN WEIGHT. 

SUPER NATURAL is virtually maintenance free. All it needs to restore its lustre after most spills is a wipe with a damp 
cloth. For really tough stains, we recommend using a little acetone. Avoid using excess water as it will damage your 
flooring and always clean up spillages immediately. To keep your laminated floor in good condition, be sure to:

● Use the floor exclusively under the recommended conditions.

●  Put down a mat or rug to eliminate the risk of marks (gravel, soil, etc.) inside doorways and around 
sinks, etc, to protect from spillages.

● Move furniture carefully to avoid damaging the laminated surface.

● Felt pads are recommended under chairs and heavy furniture.

●  Swivel chairs should have castors of a soft-rubber type construction, or place plastic mat under chair.

●  Please be aware that this product is not to be cleaned with a steam cleaner.  This will render the 
guarantee invalid.

Maintenance

Stain Guide
TYPE OF STAIN TREATMENT

Fruit, Berries, Juice, Milk, Cream, Soft Drink, 
Beer, Wine, Tea, Coffee, Urine

Mild cleaning agent

Rubber, Tar, Ink, Asphalt, Lipstick White spirit or acetone (wipe with a damp cloth)

Chocolate, Shoe Polish, Oil, Grease Methylated spirits (wipe with a damp cloth)

Blood Cold Water

Important Note
Laminate flooring is hygroscopic, meaning that it is susceptible to reaction to moisture levels in the 
atmosphere.  It is necessary therefore to ensure that flooring is installed in a stable environment.  We 
recommend the boards are stored and laid in a relative humidity of between 50%-70% and a room 
temperature of between 18°C and 20°C.

Very dark/black decors are prone to show tiny scuffs and scratches - this is in line with expectation / 
normal day to day wear & tear. Abrasion resistance - a claim under the guarantee for abrasion defects 
is justified if an area of at least approx. 12.5mm (half inch) square of the colour has completely rubbed 
off. However, rub-off defects restricted to the edges of the panels are not covered by the guarantee. 
This floor is fade resistant - Light fastness Level 6 according to the Blue Wool Scale. Test method according 
to EN 20105, with the exeption of natural ageing.
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0.40“- 0.80“ 90° edging at the sides-like a shallow tub) as a protection against 
moisture. The tile channels are installed about 50 mm / 2“ overlapping next
 to one another and fi xed with special aluminium jointing tape. On all sub-
strates, a system-based insulation underlay is recommended to improve 
impact sound minimization. The insulation underlay is installed edge to edge, 
i. e. is not overlapping [8]. Make sure that the insulation underlay joints are 
not directly under the laminate joints. If the laminate fl oor already has an 
integrated insulation underlay, then no additional insulation underlay should 
be used [9].

The use of underfl oor heating (hot water / electric) is only possible if expertly 
laid and provided that the heating operates properly [10]. The supply and 
installation of the underfl oor heating system must be state of the art and it 
must be commissioned by a specialist company in accordance with the rele-
vant heating criteria. Accordingly, a signed heating-up and cooling-down pro-
tocol must be in place. Underfl oor heating must be laid and operated across 
the full area of the room. Partial underfl oor heating is not permitted. A 
temperature of 27°C on the surface adjacent to the underside of the fl ooring 
should not be exceeded at any time anywhere over the area. Any complaints 
in connection with the operation or the installation of a fl oor heating system 
is excluded if the requirements described above are not met. Claims can be 
asserted solely within the scope of our general warranty and guarantee pro-
visions. For underfl oors with and without underfl oor heating, the specialist 
installer must perform and record the necessary CM measurement prior to 
installing the fl oor. The following limit values apply to residual humidity:

- with calcium sulfate screed max. 0.5% CM without; 
  0.3% CM with underfl oor heating
- with cement screed max. 2.0% CM without; 
  1.8% CM with underfl oor heating

For fl oating installation, the thermal resistance of the laminate fl oor and the 
insulating substrate must be observed. The total of the thermal resistance of 
all components must be ≤ 0.15m² K/W in accordance with the requirements 
of DIN EN 14041. When using the insulating materials which do not come 
as part of the range of accessories, any warranty is excluded in the case of 
fl oating installation on heating screeds with regard to compliance with the 
effective maximum permissible thermal resistance of the overall construction.

It is recommended that the panels be sorted according to the desired pattern 
lines and (if necessary) colour nuances prior to installation. You should start 
working with packages of laminate fl ooring immediately after opening!

Installation: It is recommended that you lay out the panels in the direction of 
the length and the source of light [12].

For non-straight walls, you must fi rst transfer the profi le of the wall-line to 
the fi rst row of panels and saw the panels accordingly. Measure, prior to 
installation, the spatial dimensions of the room as well. In the event that the 
fi rst row of panels proves to have a width of less than 5 cm / 2“, you must 
then evenly partition the remaining length (excess length) among the fi rst 
and last row of panels in such a manner that both rows are cut to size with 
the same (symmetrical) panel-width.

Recommendation: For improved ease of installation, a system-based insula-
tion underlay is recommended. If no such insulating base is used, then the 
hammer and hammering block should be used for secure transverse joint 
locking [20].

Begin your installation in the left corner of the room. Lay out the fi rst panels 
with the tongue-spring side facing the wall and secure the edge separation 
(gap) with shims. It is important to retain a 12-15 mm / 0.5“-0.6“ edge dis-
tance (expansion gap) from the wall, heating pipes, posts, doorstop, etc. [13]. 

Insert a second panel with the facing edge (short side) at an angle of 30° into 
the groove profi le of the previously laid panel [14] and then lay fl at on the 
fl oor. Make sure that the longitudinal edges are aligned. Ensure that they are 
not offset and form a straight line. This is necessary to insert the panels with-
out gaps into the longitudinal profi le when laying the second row of panels. 

Click in further panels until the end of the fi rst row in the same manner.

Turn the last panel in the row [15] by 180° for adjustment / trimming; place 
the decorated side up next to the existing row (groove cheek to groove 
cheek) on the right side of the wall. Take an edge distance of 12-15 mm / 
0.5“– 0.6“on the facing side into account. Mark and cut the panel lengths. 
The last panel of the 1st row is also inserted at an angle of 30° into the 
groove profi le of the previously laid fi rst panel and then lays fl at on the fl oor. 
Make sure that the longitudinal edges are aligned. Ensure that they are not 
offset and form a straight line. 
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Preparation: Please store the packets 48 hours prior to installation under the same climat-
ic conditions (temperature and moisture) as the actual installation process [1]. Important 
pre-condition for proper fitting and long-term durability of the laminated flooring is a room 
temperature of 15 – 30°C / 59 – 86°F and a relative humidity of around 40 – 70%.

Necessary Materials and Tools: polyethylene-foil, aluminium jointing tape, tap block, ham-
mer, separation shims, footfall sound insulation, saw, pencil, folding ruler [2].
If necessary: spacers, Clickguard™ joint sealant.
 
The sub-surface that the laminate flooring will be applied to must be fur-nished in such a 
way that the laminate flooring can be installed as required by the manufacturer’s instruc-
tions. Appropriate sub-surfaces are, among others, mineral sub-surfaces (such as floor 
screed, concrete, asphalt), particle-board sheets and timber floor boards. The sub-sur-
face must be absolutely even, dry, clean and stable. Floor irregularities measuring more 
than 3 mm per 1 meter / 0.12“ per 39.37“ length must be evened out by a professional 
(according to DIN 18202) [3]. The evenness of the sub-surface can be best ascertained 
by means of a straightedge or a spirit level. When installing onto a mineral sub-surface 
such as concrete, cement-screed, anhydrite-screed or flagstone (among others), a mois-
ture measurement must first be carried out. The following remnant-moisture levels in the 
screed may not be exceeded, prior to installation:   
         Cement-screed:  without underfloor heating  < 2,0% CM
         Calcium sulfate screed: without underfloor heating < 0,5% CM 

No offsets, steps or similar unevenness must be present. Construction rubble such as 
plaster residue or similar must be removed completely. Cracks in the ground must also be 
considered as critical. In order to assert full claims for damages, the provisions of 
ATV DIN 18365 and § 4 para. 3 VOB/B must be observed. 

Check the panels under good lighting conditions for irregularities. Boards with visible 
defects outside the applicable tolerances, such as deviations in height, gloss, dimensional 
and color, must be sorted out and replaced free-of-charge [4]. For already-fitted or previ-
ously-worked panels, a reclamation claim from you is no longer possible.

Lamination flooring is installed under “floating” conditions and may not be glued, screwed, 
nailed, or in any other fashion fixed to the floor! 
The placement of very heavy objects, such as fitted kitchens, also has a fixing effect. It 
is recommended to install fitted kitchens and cupboards before laying and to lay laminate 
floor only up to behind the plinth panel. In the event of failure to comply with these re-
quirements any claims for damages shall be excluded [5]!

Carpet flooring must be removed and is not suitable as a sub-surface for the lamination 
flooring. Due to the carpeting lying under the lamination, problems arise when the laminate 
is walked on in that a spring-motion occurs and considerable pressure is exerted on the 
lamination edges. This destroys the groove-tongue connection and leads to the formation 
of a gap. The carpet flooring must also be removed for hygienic reasons. Resulting mois-
ture may result in mold and bacteria forming [6].

Please note that this laminate flooring is not suitable for wet-rooms (e.g. bath or sauna) 
[7].

In the case of a wooden sub-surface such as installed sheets or floorboards, no poly-
ethylene foil may be installed. Prior to installing the laminate flooring on a mineral-based 
sub-surface, (concrete, screed, etc.) it is crucial that a suitable vapour barrier sheet 
(PE-foil) is put down (with 1 - 2 centimetre / 0.40“- 0.80“ 90° edging at the sides- like a 
shallow tub) as a protection against moisture. The tile channels are installed next to one 
another and overlapping each other by about 50 mm / 2”, and fixed with special alumin-
ium jointing tape. On all substrates, a system-based insulation underlay is recommended 
to improve sound minimization. The insulation underlay is installed edge to edge, i.e. is 
not overlapping [8]. Make sure that the insulation underlay joints are not directly under 
the laminate joints.If the laminate flooring already has an integrated insulation inlay, no 
additional insulation material is necessary [9].

1clic 2go pure+ installation
Important notice: prior to and during the flooring installation, please read the installation instructions 
completely! The flooring procedure is accomplished according to ATV DIN 18365.

Follow these instructions precisely, in order to retain full rights to claims under the guarantee.

Various possibilities for installation are offered depending on the surface area to be used: 

1. Quick and easy installation without glue 

2. Installation with Clickguard™: for the installation of laminate flooring in commercially-utilized rooms, a sealing procedure must be carried out [11]. Clickguard™ 
protects the flooring from the top down for the long-term against the effects of moisture. The floor lamination can be removed later and newly installed. When using 
Clickguard™, please follow the installation instructions. In the event that a sealant is to be used, sufficient quantities of Clickguard™ are to be applied to the tongue-
spring side [11] (1 layer lengthwise and 1 layer for the width). The excess Clickguard™ should be scraped off from the surface with a plastic spatula after 
max.15 – 20 minutes. Eventual remnants (residue) can be removed with household solvent cleanser. 
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Preparation: Please store the packets 48 hours prior to installation under the same climat-
ic conditions (temperature and moisture) as the actual installation process [1]. Important 
pre-condition for proper fitting and long-term durability of the laminated flooring is a room 
temperature of 15 – 30°C / 59 – 86°F and a relative humidity of around 40 – 70%.

Necessary Materials and Tools: polyethylene-foil, aluminium jointing tape, tap block, ham-
mer, separation shims, footfall sound insulation, saw, pencil, folding ruler [2].
If necessary: spacers, Clickguard™ joint sealant.
 
The sub-surface that the laminate flooring will be applied to must be fur-nished in such a 
way that the laminate flooring can be installed as required by the manufacturer’s instruc-
tions. Appropriate sub-surfaces are, among others, mineral sub-surfaces (such as floor 
screed, concrete, asphalt), particle-board sheets and timber floor boards. The sub-sur-
face must be absolutely even, dry, clean and stable. Floor irregularities measuring more 
than 3 mm per 1 meter / 0.12“ per 39.37“ length must be evened out by a professional 
(according to DIN 18202) [3]. The evenness of the sub-surface can be best ascertained 
by means of a straightedge or a spirit level. When installing onto a mineral sub-surface 
such as concrete, cement-screed, anhydrite-screed or flagstone (among others), a mois-
ture measurement must first be carried out. The following remnant-moisture levels in the 
screed may not be exceeded, prior to installation:   
         Cement-screed:  without underfloor heating  < 2,0% CM
         Calcium sulfate screed: without underfloor heating < 0,5% CM 

No offsets, steps or similar unevenness must be present. Construction rubble such as 
plaster residue or similar must be removed completely. Cracks in the ground must also be 
considered as critical. In order to assert full claims for damages, the provisions of 
ATV DIN 18365 and § 4 para. 3 VOB/B must be observed. 

Check the panels under good lighting conditions for irregularities. Boards with visible 
defects outside the applicable tolerances, such as deviations in height, gloss, dimensional 
and color, must be sorted out and replaced free-of-charge [4]. For already-fitted or previ-
ously-worked panels, a reclamation claim from you is no longer possible.

Lamination flooring is installed under “floating” conditions and may not be glued, screwed, 
nailed, or in any other fashion fixed to the floor! 
The placement of very heavy objects, such as fitted kitchens, also has a fixing effect. It 
is recommended to install fitted kitchens and cupboards before laying and to lay laminate 
floor only up to behind the plinth panel. In the event of failure to comply with these re-
quirements any claims for damages shall be excluded [5]!

Carpet flooring must be removed and is not suitable as a sub-surface for the lamination 
flooring. Due to the carpeting lying under the lamination, problems arise when the laminate 
is walked on in that a spring-motion occurs and considerable pressure is exerted on the 
lamination edges. This destroys the groove-tongue connection and leads to the formation 
of a gap. The carpet flooring must also be removed for hygienic reasons. Resulting mois-
ture may result in mold and bacteria forming [6].

Please note that this laminate flooring is not suitable for wet-rooms (e.g. bath or sauna) 
[7].

In the case of a wooden sub-surface such as installed sheets or floorboards, no poly-
ethylene foil may be installed. Prior to installing the laminate flooring on a mineral-based 
sub-surface, (concrete, screed, etc.) it is crucial that a suitable vapour barrier sheet 
(PE-foil) is put down (with 1 - 2 centimetre / 0.40“- 0.80“ 90° edging at the sides- like a 
shallow tub) as a protection against moisture. The tile channels are installed next to one 
another and overlapping each other by about 50 mm / 2”, and fixed with special alumin-
ium jointing tape. On all substrates, a system-based insulation underlay is recommended 
to improve sound minimization. The insulation underlay is installed edge to edge, i.e. is 
not overlapping [8]. Make sure that the insulation underlay joints are not directly under 
the laminate joints.If the laminate flooring already has an integrated insulation inlay, no 
additional insulation material is necessary [9].

1clic 2go pure+ installation
Important notice: prior to and during the flooring installation, please read the installation instructions 
completely! The flooring procedure is accomplished according to ATV DIN 18365.

Follow these instructions precisely, in order to retain full rights to claims under the guarantee.

Various possibilities for installation are offered depending on the surface area to be used: 

1. Quick and easy installation without glue 

2. Installation with Clickguard™: for the installation of laminate flooring in commercially-utilized rooms, a sealing procedure must be carried out [11]. Clickguard™ 
protects the flooring from the top down for the long-term against the effects of moisture. The floor lamination can be removed later and newly installed. When using 
Clickguard™, please follow the installation instructions. In the event that a sealant is to be used, sufficient quantities of Clickguard™ are to be applied to the tongue-
spring side [11] (1 layer lengthwise and 1 layer for the width). The excess Clickguard™ should be scraped off from the surface with a plastic spatula after 
max.15 – 20 minutes. Eventual remnants (residue) can be removed with household solvent cleanser. 
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Preparation: Please store the packets 48 hours prior to installation under the same climat-
ic conditions (temperature and moisture) as the actual installation process [1]. Important 
pre-condition for proper fitting and long-term durability of the laminated flooring is a room 
temperature of 15 – 30°C / 59 – 86°F and a relative humidity of around 40 – 70%.

Necessary Materials and Tools: polyethylene-foil, aluminium jointing tape, tap block, ham-
mer, separation shims, footfall sound insulation, saw, pencil, folding ruler [2].
If necessary: spacers, Clickguard™ joint sealant.
 
The sub-surface that the laminate flooring will be applied to must be fur-nished in such a 
way that the laminate flooring can be installed as required by the manufacturer’s instruc-
tions. Appropriate sub-surfaces are, among others, mineral sub-surfaces (such as floor 
screed, concrete, asphalt), particle-board sheets and timber floor boards. The sub-sur-
face must be absolutely even, dry, clean and stable. Floor irregularities measuring more 
than 3 mm per 1 meter / 0.12“ per 39.37“ length must be evened out by a professional 
(according to DIN 18202) [3]. The evenness of the sub-surface can be best ascertained 
by means of a straightedge or a spirit level. When installing onto a mineral sub-surface 
such as concrete, cement-screed, anhydrite-screed or flagstone (among others), a mois-
ture measurement must first be carried out. The following remnant-moisture levels in the 
screed may not be exceeded, prior to installation:   
         Cement-screed:  without underfloor heating  < 2,0% CM
         Calcium sulfate screed: without underfloor heating < 0,5% CM 

No offsets, steps or similar unevenness must be present. Construction rubble such as 
plaster residue or similar must be removed completely. Cracks in the ground must also be 
considered as critical. In order to assert full claims for damages, the provisions of 
ATV DIN 18365 and § 4 para. 3 VOB/B must be observed. 

Check the panels under good lighting conditions for irregularities. Boards with visible 
defects outside the applicable tolerances, such as deviations in height, gloss, dimensional 
and color, must be sorted out and replaced free-of-charge [4]. For already-fitted or previ-
ously-worked panels, a reclamation claim from you is no longer possible.

Lamination flooring is installed under “floating” conditions and may not be glued, screwed, 
nailed, or in any other fashion fixed to the floor! 
The placement of very heavy objects, such as fitted kitchens, also has a fixing effect. It 
is recommended to install fitted kitchens and cupboards before laying and to lay laminate 
floor only up to behind the plinth panel. In the event of failure to comply with these re-
quirements any claims for damages shall be excluded [5]!

Carpet flooring must be removed and is not suitable as a sub-surface for the lamination 
flooring. Due to the carpeting lying under the lamination, problems arise when the laminate 
is walked on in that a spring-motion occurs and considerable pressure is exerted on the 
lamination edges. This destroys the groove-tongue connection and leads to the formation 
of a gap. The carpet flooring must also be removed for hygienic reasons. Resulting mois-
ture may result in mold and bacteria forming [6].

Please note that this laminate flooring is not suitable for wet-rooms (e.g. bath or sauna) 
[7].

In the case of a wooden sub-surface such as installed sheets or floorboards, no poly-
ethylene foil may be installed. Prior to installing the laminate flooring on a mineral-based 
sub-surface, (concrete, screed, etc.) it is crucial that a suitable vapour barrier sheet 
(PE-foil) is put down (with 1 - 2 centimetre / 0.40“- 0.80“ 90° edging at the sides- like a 
shallow tub) as a protection against moisture. The tile channels are installed next to one 
another and overlapping each other by about 50 mm / 2”, and fixed with special alumin-
ium jointing tape. On all substrates, a system-based insulation underlay is recommended 
to improve sound minimization. The insulation underlay is installed edge to edge, i.e. is 
not overlapping [8]. Make sure that the insulation underlay joints are not directly under 
the laminate joints.If the laminate flooring already has an integrated insulation inlay, no 
additional insulation material is necessary [9].

1clic 2go pure+ installation
Important notice: prior to and during the flooring installation, please read the installation instructions 
completely! The flooring procedure is accomplished according to ATV DIN 18365.

Follow these instructions precisely, in order to retain full rights to claims under the guarantee.

Various possibilities for installation are offered depending on the surface area to be used: 

1. Quick and easy installation without glue 

2. Installation with Clickguard™: for the installation of laminate flooring in commercially-utilized rooms, a sealing procedure must be carried out [11]. Clickguard™ 
protects the flooring from the top down for the long-term against the effects of moisture. The floor lamination can be removed later and newly installed. When using 
Clickguard™, please follow the installation instructions. In the event that a sealant is to be used, sufficient quantities of Clickguard™ are to be applied to the tongue-
spring side [11] (1 layer lengthwise and 1 layer for the width). The excess Clickguard™ should be scraped off from the surface with a plastic spatula after 
max.15 – 20 minutes. Eventual remnants (residue) can be removed with household solvent cleanser. 
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For installation surfaces with more than 8 metres / 26 ft length or width, and for consider-
ably angled rooms, expansion joints (at least 2 cm / 0.8“ wide) are necessary [23a]. This 
allows the floor to respectively expand or contract during climatic changes. Keep this in 
mind when installing flooring through one room to another. In this case, the surfaces in 
the area of the door frame must be interrupted [23b]. Expansion joints can be properly 
masked with corresponding profiles. The movement gaps may not be filled with cables or 
other materials. Please observe the requirements of the ATV DIN 18365. The floor screed 
joints from the ground need to be adopt. The design of the movement joints must allow for 
the same movement options.

For heating-radiator pipes, holes that are drilled 3 cm / 1.2“ larger than the pipe diameter 
must be avoided. A “fitting piece” should be cut out, glued, fitted in and fixed in place with 
a wedge until the glue has dried. Then cover the recesses with a radiator-sleeve [24 - 27].

Wooden doorframes should be shortened enough that a panel with footfall sound insula-
tion including 2-3 mm / 0.8“-1.2“ gap can fit underneath [28, 29].

After installation, remove the separation wedges.

Then, for a perfect completion of your project, attach the baseboard cleats in intervals of 
40-50 cm / 16“-20“ onto the wall and put the respectively cut baseboard in place [32].
 

2

The use of underfloor heating (hot water / electric) is only possible if expertly laid and 
provided that the heating operates properly [10]. The supply and installation of the under-
floor heating system must be state of the art and it must be commissioned by a specialist 
company in accordance with the relevant heating criteria. Accordingly, a signed heating-up 
and cooling-down protocol must be in place. Underfloor heating must be laid and operated 
across the full area of the room. Partial underfloor heating is not permitted. A temperature 
of 27°C on the surface adjacent to the underside of the flooring should not be exceeded 
at any time anywhere over the area. Any complaints in connection with the operation or 
the installation of a floor heating system is excluded if the requirements described above 
are not met. Claims can be asserted solely within the scope of our general warranty and 
guarantee provisions. For underfloors with or without underfloor heating, the specialist 
installer must perform and record the necessary CM measurement prior to installing the 
floor. The following limit values apply to residual humidity:

 with cement screed  < 1.8% CM with underfloor heating
 with calcium sulfate screed  < 0.3% CM with underfloor heating

For floating installation, the thermal resistance of the laminate floor and the insulating sub-
strate must be observed. The total of the thermal resistance of all components must be 
≤ 0.15 m² K/W in accordance with the requirements of DIN EN 14041. When using the 
insulating materials which do not come as part of the range of accessories, any warranty is 
excluded in the case of floating installation on heating screeds with regard to compliance 
with the effective maximum permissible thermal resistance of the overall construction.

It is recommended that the panels be sorted according to the desired pattern lines and (if 
necessary) colour nuances prior to installation. You should start working with packages of 
laminate flooring immediately after opening!

Installation: It is recommended that you lay out the panels in the direction of the length and 
the source of light [12].

For unusual wall angles, you must first transfer the profile of the wall-line to the first row of 
panels and saw the panels accordingly. Measure the spatial dimensions of the room prior 
to installation. In the event that the first row of panels proves to have a width of less than 
5 cm / 2“, you must then evenly partition the remaining length (excess length) among the 
first and last row of panels in such a manner that both rows are cut to size with the same 
(symmetrical) panel-width.

A hammering block and a hammer must be used for the secure transverse joint locking 
[20].

Begin your installation in the left corner of the room. Lay out the first panels with the 
tongue-spring side facing the wall and secure the edge separation (gap) with shims. It is 
important to retain a 12-15 mm / 0.5“-0.6“ edge distance (expansion gap) from the wall, 
heating pipes, posts, doorstop, etc. [13]. 

Insert a second panel with the facing edge (short side) at an angle of 30° into the groove 
profile of the previously laid panel [14] and then lay flat on the floor. Make sure that the 
longitudinal edges are aligned. Ensure that they are not offset and form a straight line. 
This is necessary to insert the panels with-out gaps into the longitudinal profile when 
laying the second row of panels. 

Click in further panels until the end of the first row in the same manner.

Turn the last panel in the row [15] by 180° for adjustment / trimming; place the decorated 
side up next to the existing row (groove cheek to groove cheek) on the right side of the 
wall. Take an edge distance of 12-15 mm / 0.5“– 0.6“on the facing side into account. Mark 
and cut the panel lengths. The last panel of the 1st row is also inserted at an angle of 30° 
into the groove profile of the previously laid first panel and then layd. Make sure that the 
longitudinal edges are aligned. Ensure that they are not offset and form a straight line. 

In order to avoid splintering of the edges, the decorated side should face down when 
using electrical jigsaws or hand-held circular saws. Otherwise, cut down from the top of 
the panel. Begin each new row with the remnants (at least 30 cm / 12“ in length) of the 
previous row.

Begin the second row with a half panel (length < 95 cm / 37.40“) or with a remnant panel 
(length < 30 cm / 12“) [17, 18]. Insert the panel section length-wise in the groove profiling 
in the first row and lock it in place / bend it [19]. The transverse joint must be offset by at 
least 30 cm / 12“ from row to row.

Place a second panel length-wise in the groove profiling of the panel area and push it to 
the left at an angle of 20° to the panel already in place [19]. Then push it downwards and 
press from above until you hear an audible click [19, 20, 21]. In doing so, ensure that the 
panel is inserted and guided cleanly through the longitudinal profile. Use a hammering 
block and a hammer [20] to lock the two panels.
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For installation surfaces with more than 8 metres / 26 ft length or width, and for consider-
ably angled rooms, expansion joints (at least 2 cm / 0.8“ wide) are necessary [23a]. This 
allows the floor to respectively expand or contract during climatic changes. Keep this in 
mind when installing flooring through one room to another. In this case, the surfaces in 
the area of the door frame must be interrupted [23b]. Expansion joints can be properly 
masked with corresponding profiles. The movement gaps may not be filled with cables or 
other materials. Please observe the requirements of the ATV DIN 18365. The floor screed 
joints from the ground need to be adopt. The design of the movement joints must allow for 
the same movement options.

For heating-radiator pipes, holes that are drilled 3 cm / 1.2“ larger than the pipe diameter 
must be avoided. A “fitting piece” should be cut out, glued, fitted in and fixed in place with 
a wedge until the glue has dried. Then cover the recesses with a radiator-sleeve [24 - 27].

Wooden doorframes should be shortened enough that a panel with footfall sound insula-
tion including 2-3 mm / 0.8“-1.2“ gap can fit underneath [28, 29].

After installation, remove the separation wedges.

Then, for a perfect completion of your project, attach the baseboard cleats in intervals of 
40-50 cm / 16“-20“ onto the wall and put the respectively cut baseboard in place [32].
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Preparation: Please store the packets 48 hours prior to installation under the 
same climatic conditions (temperature and moisture) as the actual installation 
process [1]. Important pre-condition for proper fitting and long-term durabi-
lity of the laminated flooring is a room temperature of 15 – 30°C / 59 – 86°F 
and a relative humidity of around 40 – 70%.

Necessary Materials and Tools: polyethylene-foil, aluminium jointing tape, 
separation shims, fit-up aid, footfall sound insulation [2].
If necessary: Clickguard™, joint sealing mass 

The sub-surface that the laminate flooring will be applied to must be fur-
nished in such a way that the laminate flooring can be installed as required 
by the manufacturer’s instructions. Appropriate sub-surfaces are, among 
others, mineral sub-surfaces (such as floor screed, concrete, asphalt), particle-
board sheets and timber floor boards. The sub-surface must be absolutely 
even, dry, clean and stable. Floor irregularities measuring more than 3 mm 
per 1 meter / 0.12“ per 39.37“ length must be evened out by a professional 
(according to DIN 18202) [3]. The evenness of the sub-surface can be best 
ascertained by means of a straightedge or a spirit level. When installing onto 
a mineral sub-surface such as concrete, cement-screed, anhydrite-screed or 
flagstone (among others), a moisture measurement must first be carried out. 
The following remnant-moisture levels in the screed may not be exceeded, 
prior to installation:   
                     Cement-screed: with under-floor heating < 1,8% CM; 
  without under-floor heating < 2,0% CM
                Anhydrite-screed: with under-floor heating < 0,3% CM;
  without under-floor heating < 0,5% CM 

No offsets, steps or similar unevenness must be present. Construction dirt 
such as residues of render or plaster or similar must be removed completely. 
Cracks in the ground must be also considered alarming. In order to assert full 
claims for damages, the provisions of ATV DIN 18365 and § 4 para. 3 VOB/B 
must be observed.  

Check the panels under good lighting conditions for irregularities. Boards 
with visible defects outside the applicable tolerances, such as deviations in 
height, gloss, dimensional and color, must be sorted out and replaced free-
of-charge [4]. For already-fitted or previously-worked panels, a reclamation 
claim from you is no longer possible.

Lamination flooring is installed under “floating” conditions and may not be 
glued, screwed, nailed, or in any other fashion fixed to the floor! 
The placement of very heavy objects, such as fitted kitchens, also has a fixing 
effect. It is recommended to install fitted kitchens and cupboards before 
laying and to lay laminate floor only up to behind the plinth panel. In the 
event of failure to comply with these requirements any claims for damages 
shall be excluded [5]!

Carpet flooring must be removed and is not suitable as a sub-surface for 
the lamination flooring. Due to the carpeting lying under the lamination, 
problems arise when the laminate is walked on in that a spring-motion occurs 
and considerable pressure is exerted on the lamination edges. This destroys 
the groove-tongue connection and leads to the formation of a gap. The 
carpet flooring must also be removed for hygienic reasons. Areas subjected to 
humidity can result in mold and bacteria forming [6].

Please note that this laminate flooring is not suitable for wet-rooms (e. g. 
bath or sauna) [7].

In the case of a wooden sub-surface such as installed sheets or floorboards, 
no polyethylene foil may be installed. Prior to installing the laminate flooring 
on a mineral-based sub-surface, (concrete, screed, etc.) it is crucial that a 
suitable vapour barrier sheet (PE-foil) is put down (with 1-2 centimetre / 
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1clic2go pure Installation
Important notice: prior to and during the flooring installation, please read the installation instructions 
completely! The flooring procedure is accomplished according to ATV DIN 18365.

Follow these instructions precisely, in order to retain full claim privilege on the guarantee.

Various possibilities for installation are offered depending on the surface area to be used: 

1. Quick and easy installation without glue 

2. Installation with Clickguard™: for the installation of laminate flooring in commercially-utilized rooms, a sealing procedure must be carried 
out [11]. Clickguard™ protects the flooring from the top down for the long-term against the effects of moisture. The floor lamination can be 
removed later and newly installed. When using Clickguard™, please follow the installation instructions. In the event that a sealant is to be used, 
sufficient quantities of Clickguard™ are to be applied to the tongue-spring side [11] (1 layer lengthwise and 1 layer for the width). The excess 
Clickguard™ should be scraped off from the surface with a plastic spatula after max.15 – 20 minutes. Eventual remnants (residue) can be 
removed with household solvent cleanser. 
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In order to avoid splintering of the edges, the decorated side should face 
down when using electrical jigsaws or hand-held circular saws. Otherwise, cut 
down from the top of the panel. Begin each new row with the remnants (at 
least 30 cm / 12“ in length) of the previous row.

Begin the second row with a half panel (length < 95 cm / 37.40“) or with this 
remnant (length > 30 cm / 12“) [17-18]. Insert the panel section length-wise 
in the groove profi ling in the fi rst row and lock it in place / bend it [19]. The 
transverse joint offset must be at least 30 cm / 12“ from row to row.

Place a second panel length-wise in the groove profi ling of the panel area 
and push it to the left at an angle of 20° to the panel already in place [19]. 
Then bend it downwards and press from above until you hear an audible 
click [20, 21]. In doing so, ensure that the panel is inserted and guided cleanly 
through the longitudinal profi le. If no system-related insulation underlay has 
been used, use a hammering block and a hammer [20] to lock the two panels.
 
For installation surfaces with more than 8 metre / 26ft length or width, and 
for considerably angled rooms, expansion joints (at least 2 cm / 0.8“ wide) are 
necessary [23a]. This allows the fl oor to respectively expand or contract during
climatic changes. Keep this in mind also when making overlapping installation
from one room to another. In this case, the surfaces in the area of the door 
frame must be interrupted [23b]. Expansion joints can be properly masked 
with corresponding profi les. The movement gaps may not be fi lled with 
cables or other materials. Please observe the requirements of the ATV DIN 
18365. Movement and edge joints in the ground may not closed with a form-
fi t, or be impaired in their function in any way. The design of the movement 
joints must allow for the same movement options.

For heating-radiator pipes, holes that are drilled 3 cm / 1.2“ larger than the 
pipe diameter must be avoided. A “fi tting piece” should be cut out, glued, 
fi tted in and fi xed in place with a wedge until the glue has dried. Then cover 
the recesses with a radiator-sleeve [24, 25, 26].

Wooden doorframes should be shortened enough that a panel with footfall 
sound insulation including 2-3 mm / 0.8“-1.2“ gap can fi t underneath [27, 28].

After installation, remove the separation wedges.

Then, for a perfect completion of your project, attach the baseboard cleats 
in intervals of 40-50 cm / 16“-20“ onto the wall and put the respectively cut 
baseboard in place [31].
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IMPORTANT INFORMATION
Please read through the complete laying instructions 
first!  Precisely follow these instructions, in order to 
retain full warranty and guarantee claims.  Please 
check the panels in good lighting conditions for 
defects.  Once you have used the panels you can no 
longer make any claims due to defects.  Please note 
that this laminate flooring is not suitable for wet 
rooms, e.g. bathrooms and saunas.
Notes before laying
An important prerequisite for the installation and 
long preservation of the laminate is a relative air 
humidity of 40-70%.
• The sub-floor must be absolutely level, dry, clean 
and firm.
• When laying on mineral surfaces, e.g. concrete, 
cement screed, anhydrite screed and stone tiles, etc., 
extra care must be taken.
• Please allow 1 week drying time per cm depth 
to allow to completely dry out.  Fit a Damp Proof 
Membrane (DPM) between mineral subfloor and 
underlay/laminate flooring.
• Lamination flooring is installed under “floating” 
conditions and may not be glued, screwed, nailed, 
or in any other fashion fixed to the floor!
The placement of very heavy objects, such as fitted 
kitchens, also has a fixing effect. It is recommended 
to install fitted kitchens and cupboards before 
laying and to lay laminate floor only up to behind 
the plinth panel. In the event of failure to comply 
with these requirements any claims for damages 
shall be excluded.
• We recommend you sort the panels before laying 
according to the required grain direction and any 
colour nuances.
• Use the contents of opened packages immediately! 
You will need the following to lay the flooring:  Impact 
sound insulation, PE foil, spacing wedges, chock, 
fitting aid, saw, pencil and folding rule.  If required, 
laminate floor joint sealant, White (PVA) glue D3, 
jointing compound.  Depending on the area of use, 
there are three laying possibilities open to you:
A. Fast, glue-free laying.
B. Laying with Laminate flooring joint sealant. 
Laminate flooring sealant protects the floor from 
moisture effects acting from above.  Laminate flooring 
sealant does not glue panels down or together.

Preparation
1 Store unopened packs in the room to be laid for 
48hrs to acclimatise.
2 Prepare all tools and underlay.
3 Any unevenness in the sub-floor of more than 
2mm over 1m must be evened out.
4  Check for visual damage to the panels, as once 
laid no claims can be made.
5 The floor must be installed floating, do not glue, 
nail or screw the floor down.
6  Do not lay on carpet, remove before fitting.
7 Laminate is not suitable for humid or wet areas.
8 If laying over a stone/mineral sub floor, lay a 
Damp Proof Membrane (DPM), and for enhanced 
noise reduction use a special absorption product 
or underlay. Only use foam underlay specified for 
laminate flooring minimum 1mm, maximum 3mm 
(CS≥60kPa) or a High Density Fibreboard.
9  Under floor heating can be used, to a maximum 
of 27°C.
Laying
10  Installation with Clickguard™: for the installation 
of laminate flooring in commercially-utilized rooms, 
a sealing procedure must be carried out [10]. 
Clickguard™ protects the flooring from the top down 
for the long-term against the effects of moisture. The 
floor lamination can be removed later and newly 
installed. When using Clickguard™, please follow the 
installation instructions. In the event that a sealant is 
to be used, sufficient quantities of Clickguard™ are 
to be applied to the tongue-spring side [10] (1 layer 
lengthwise and 1 layer for the width). The excess 
Clickguard™ should be scraped off from the surface 
with a plastic spatula after max.15 – 20 minutes. 

Eventual remnants (residue) can be removed with 
household solvent cleanser.
11  For best results lay floor in the direction of the 
light source.
12  Begin your installation in the left corner of the 
room, with the tongue against the wall using spacers 
to maintain a 10-12mm expansion gap.
13  Lay the second panel with the facing edge 
(short edge) at an angle of 30° into the groove of 
the previously placed panel. Make sure that the 
longitudinal edges are aligned. Ensure that they are 
not offset and form a straight line.
14  For ease of measuring rotate the last panel 180°. 
(Keep expansion gap) Mark and cut.
15  Rotate the cut piece and lay as above (11-12)
16  Begin the next row using the off-cut from the 
end of the previous row. (Length >30cm/12”)
17  Insert the panel section lengthwise in the groove 
profiling of the first row and lock into place. The 
transverse joint must be offset by at least 30cm/12” 
from row to row.
18/19  Place a second panel lengthwise in the groove 
profiling of the panel area and push it into the left at 
an angle of 20° to the panels already in place. Push 
this panel downwards until an audible click is heard.
20  In doing so, ensure that the panel is inserted and 
guided cleanly through the longitudinal profile. If the 
joint does not sit correctly, lightly tap with a tapping 
block and hammer.
21  Continue this process to lay the entire room.
22  If the floor exceeds 8m x 8m expansion breaks 
in the floor are required - use relevant profiles.

Tips & Tricks
23  When cutting around heating pipes, place the 
panel in line both in front and along side to ascertain 
accurate marks. Include an additional 20mm on top 
of the pipe diameter for expansion.
24  Use a hole saw for accurate cutting then cut the 
panel across the short edge through the centre of the 
hole.
25  Fit the large piece as normal, and then insert the 
smaller piece gluing contact areas to hold in place. 
If space is at a premium, and you are unable to fold 
down, trim the profile flush using a wood chisel and 
glue in place.
26  To fit floor neatly around door frames and 
architraves, turn over a panel, offer up to the frame to 
use as a thickness guide. Using a handsaw flush with 
the underside of the panel, cut the frame/architrave, 
and, remove the cut piece.
27  Slide the panel under the frame, not forgetting 
to leave room for expansion.
28/29  When measuring the width for the final row, 
rotate the panel 180° so the tongue faces the wall, not 
forgetting space for expansion gaps. Once the panel 
is cut, lay as normal. The space left for expansion will 
also allow space to fold the panels down.

Care & Cleaning
30  Use a soft brush or vacuum cleaner to remove 
any surface dust. Do not use abrasive cleaners, steel 
wool or scouring pads, as they will damage your floor.
31  For regular cleaning use a cloth, ensuring it is well 
wrung, it is important not to apply excess moisture 
to the floor. We do not recommend steam cleaning 
this product or using any polishes or chemicals that 
may damage the laminate surface.
32  We recommend protecting your floor – use felt 
pads under furniture.
Moveable furniture/chairs should be on soft castors 
or placed on a plastic mat.
Furthermore, any single piece of furniture placed 
on the floor should not exceed 115kg in weight. 
Doormats should be used inside and outside of all 
external doorways to prevent grit from being carried 
across the floor, protecting the surfaces from excessive 
wear and tear.
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